MARK HANSEN P.E

CONSULTING ENGINEERS TESTING LABORATORY
PO Box 4323, Palmer, AK 99645
(907) 745-4721 Fax (907) 746-4721
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Date: 4/7/2006

Gauge: 9235
Client: Alaska Professional Construction, Inc. Time on: 8.55 AM
Address: P.O. Box 876207 Time off: 9:10 AM
Wasilla Ak 99687
Project: Landfill Heated Storage Bldg. Work Order: 06018
Phone: 373-0382 Tested By: Mark Hansen //
Fax: 373-0392 Approved By: %ﬂ/ﬁ/ﬂw\,—\
1]|Location Interior Subgrade, 15' from S. end, 18' from W. side.
1
WetDensity  |Dry Density (% moisture [MC |Depth  [DT |Standard % Proctor
152.2 145.3 4.7 -1.0 4 [BS| 1493 | Pass | Fail | 97%
No. |Location Interior Subgrade, 27" from N. door, 10' from E. side.
2
Wet Density Dry Density % moisture [MC Depth DT |Standard % Proctor
149.5 143.0 4.5 -1.0 6 [BS| 149.3 | Pass | Fail | 96%
No. |Location
WetDensity ~ |DryDensity ~ [%moisture |MC  |Depth [T |Standard | % Proctor
BS Pass Fail
No. |Location
WetDensity  |DryDensity  [% moisture [MC  |Depth  |DT |standard | % Proctor
BS Pass Fail
No. |Location
Wet Density ' Dry Density |% moisture |MC Depth DT |Standard % Proctor
BS Pass Fail
No. |Location
Wet Density  |Dry Density % moisture. IMC  [Depth DT Standard % Proctor
BS Pass Fail
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